
Crystal structure of κ- In 2 Se 3
J. Jasinski, W. Swider, J. Washburn, Z. Liliental-Weber, A. Chaiken, K. Nauka, G. A. Gibson, and C. C. Yang 
 
Citation: Applied Physics Letters 81, 4356 (2002); doi: 10.1063/1.1526925 
View online: http://dx.doi.org/10.1063/1.1526925 
View Table of Contents: http://scitation.aip.org/content/aip/journal/apl/81/23?ver=pdfcov 
Published by the AIP Publishing 
 
Articles you may be interested in 
In situ studies on the kinetics of formation and crystal structure of In 4 Sn 3 O 12 using high-energy x-ray
diffraction 
J. Appl. Phys. 104, 043520 (2008); 10.1063/1.2969913 
 
Study of a growth instability of γ- In 2 Se 3 
J. Appl. Phys. 94, 6945 (2003); 10.1063/1.1622117 
 
Structural and electronic properties of amorphous and polycrystalline In 2 Se 3 films 
J. Appl. Phys. 94, 2390 (2003); 10.1063/1.1592631 
 
Synthesis of bulk In 2 O 3 – Sc 2 O 3 and their transparent conducting oxide films 
J. Appl. Phys. 92, 227 (2002); 10.1063/1.1479466 
 
Preparation of Cu(In,Ga) 2 Se 3.5 thin films by radio frequency sputtering from stoichiometric Cu(In,Ga)Se 2 and
Na 2 Se mixture target 
J. Appl. Phys. 81, 7619 (1997); 10.1063/1.365338 
 
 

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

84.88.136.149 On: Fri, 12 Dec 2014 08:16:29

http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://oasc12039.247realmedia.com/RealMedia/ads/click_lx.ads/www.aip.org/pt/adcenter/pdfcover_test/L-37/650841474/x01/AIP-PT/COMSOL_APLArticleDL_120314/User_Presentation_Banner_1640x440.png/47344656396c504a5a37344142416b75?x
http://scitation.aip.org/search?value1=J.+Jasinski&option1=author
http://scitation.aip.org/search?value1=W.+Swider&option1=author
http://scitation.aip.org/search?value1=J.+Washburn&option1=author
http://scitation.aip.org/search?value1=Z.+Liliental-Weber&option1=author
http://scitation.aip.org/search?value1=A.+Chaiken&option1=author
http://scitation.aip.org/search?value1=K.+Nauka&option1=author
http://scitation.aip.org/search?value1=G.+A.+Gibson&option1=author
http://scitation.aip.org/search?value1=C.+C.+Yang&option1=author
http://scitation.aip.org/content/aip/journal/apl?ver=pdfcov
http://dx.doi.org/10.1063/1.1526925
http://scitation.aip.org/content/aip/journal/apl/81/23?ver=pdfcov
http://scitation.aip.org/content/aip?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/104/4/10.1063/1.2969913?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/104/4/10.1063/1.2969913?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/94/10/10.1063/1.1622117?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/94/4/10.1063/1.1592631?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/92/1/10.1063/1.1479466?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/81/11/10.1063/1.365338?ver=pdfcov
http://scitation.aip.org/content/aip/journal/jap/81/11/10.1063/1.365338?ver=pdfcov
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Structural properties of single-phase films ofk-In2Se3 andg-In2Se3 were investigated. Both films
were polycrystalline but their microstructures differed considerably. Thea-lattice parameter of
k-In2Se3 has been measured. A comparison between these two materials indicates thatk-In2Se3 has
a significantly larger unit cell (Dc52.560.2% andDa513.560.5%! and a structure more similar
to thea-phase of In2Se3 . © 2002 American Institute of Physics.@DOI: 10.1063/1.1526925#

Due to its potential application in photovoltaic devices,
In2Se3 is one of the most extensively studied binary chalco-
genide alloys of the type III–VI. There are four relatively
well-known phases of this compound~a, b, g, and d! and
recently a newk phase of In2Se3 has been discovered.1 Still,
little is known about its properties. Many of the studies per-
formed on In2Se3 have been done on multiphase films, thus
preventing a full understanding of its chemical and physical
properties. This letter reports structural data obtained on
single-phase films ofk andg phases of In2Se3 . From a com-
parison of these results, crystallographic parameters of the
k-In2Se3 were determined.

Evaporation from elemental sources via Knudsen cells
was used to deposit thin films of In2Se3 on Si or Si/SiO2

substrates. Both deposition and postannealing parameters
were varied in order to find the optimal conditions for the
formation of single-phase In2Se3 . In agreement with previ-
ous reports1,2 it was observed that Zn doping during deposi-
tion promoted the formation ofk-In2Se3 , while air exposure
or passivation layer deposition suppressed it. Zn doping al-
lows single-phasek-In2Se3 to be deposited in polycrystal-
line form onto substrates heated in the 125–250 °C range,
while well-annealed undoped films always contained some
g-phase.3 Thek-In2Se3 film used in this study was a 500 nm
thick layer deposited at 125 °C using a Se/In flux ratio of 1.5,
and then annealed for 30 min at 350 °C in an Ar ambient.
The Zn flux was chosen to give nominal 0.5% doping, which
was confirmed by energy dispersive x-ray~EDX! analysis. A
single-phase film ofg-In2Se3 was selected as a reference
sample. This 450 nm thick film was deposited at 400 °C us-
ing a Se/In flux ratio of 1.64, and held at 400 °C for an
additional 30 min. EDX measurements confirmed the chemi-
cal composition of both films showing that within experi-
mental errors~which were smaller than 2%!, In and Se mole
fractions were 40% and 60%, respectively.

The x-ray diffraction pattern measured for theg-In2Se3

film is shown in Fig. 1~a!. In addition to strong~00,! peaks,
the spectrum contains a few weak peaks with mixed indices
which indicate that, in addition to grains aligned along thec
axis, there are also some grains with other orientations. The

x-ray diffraction spectrum obtained for thek-In2Se3 film is
shown in Fig. 1~b!. Using this spectrum, the 2u angle for the
~005! peak was measured to be 22.33°, implyingc51.988
nm. This value agrees very well with the measurement of
de Groot and Moodera.1

The x-ray diffraction spectra measured forg- and
k-phase films show substantial differences. First of all, the
spectrum of theg-phase film contains only the~006! peak
and its higher-order peak~0012!, whereas thek-phase film
exhibits all ~00,! peaks. The appearance of a vacancy-
ordered-in-screw-form~VOSF! phase, in which all the for-
bidden~00,! reflections appear, has previously been reported
in single crystals by Yeet al.4 and in thin films by Ohtsuka
et al.5 The structure of the VOSF is compared to that of
k-In2Se3 in more detail next.

Unlike the case of theg- or a-phases, the~00,! peaks of
k-In2Se3 which have odd, indexes have stronger intensity
than the neighboring~00,! lines with even, indexes. This
confirms de Groot and Moodera’s claim that the odd-, peaks
of the k-In2Se3 are more intense in the x-ray diffraction
pattern.1 Such unusual line intensity is a manifestation of
some symmetry breaking ink-In2Se3 . The second signifi-
cant difference between the two diffraction patterns is abso-
lute line intensity; the peak intensity for theg-phase is about
2 orders of magnitude greater than that of thek-phase. This

a!Electronic mail: jbjasinski@lbl.gov
FIG. 1. X-ray diffraction spectra taken with CuKa radiation for: ~a!
g-In2Se3 and ~b! k-In2Se3 films.
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is true even for the bestk-films, suggesting that thec-axis
coherence length is much longer for theg-phase films.

Transmission electron microscopy~TEM! was used to
investigate the microstructure and crystallographic properties
of both films. It showed that both layers are polycrystalline
but, with considerably different microstructures. In the case
of g-In2Se3 , the film grew in a columnar mode. Most grains,
which nucleated on the SiO2 substrate, grew primarily along
the film normal@see Fig. 2~a!# and are about 0.2mm in size.
Only a few of them stopped in the middle of the layer and
were overgrown by the neighboring grains. A columnar
growth mode resulted in a roughness of about 0.1mm. The
k-In2Se3 film does not exhibit a columnar microstructure
@see Fig. 2~b!#. Instead, it has a flakelike structure and a flat
surface. The grains are relatively thin~0.1–0.2mm!, quite
wide ~typically with a size of a few micrometers!, and pri-
marily parallel to the film plane. Only a few small grains
with different orientations and a more isotropic shape were
observed in the film. The observation that thek-phase grains
are relatively thin is consistent with the low-intensity, broad
x-ray peaks compared to those obtained from theg-phase,
although some peak broadening may be due the presence of
Zn in thek-phase film.

Selected area electron diffraction~SAED! was used to

measure the lattice parameters of both films. An application
of the smallest selected area aperture~SAA! allowed us to
obtain diffraction patterns practically from single grains.
Such patterns obtained from cross-sectional specimens are
shown in Figs. 2~c! and 2~d!. For the k-In2Se3 film, the
aperture included also a small area of the Si substrate. There-
fore, the reflections originating from the In2Se3 are superim-
posed on those of the@110#Si diffraction pattern. The Si dif-
fraction spots were used to calibrate the camera constant. In
the case of theg-In2Se3 film, due to the lack of an internal
calibration, the same camera constant was applied. From
such SAED patterns, two interplanar distances corresponding
to two perpendicular crystallographic directions were mea-
sured for each film. The following values were obtained:
19.35 Å and 6.15 Å forg-In2Se3 , and 19.85 Å and 7.05 Å
for k-In2Se3 . The interplanar distances obtained for
g-In2Se3 agree, within experimental error, with thec-lattice
parameter~19.38 Å!6 and with the interplanar distance of the
(11I00)-type family of planes~6.17 Å!.6 The largerd spacing
obtained fork-In2Se3 agrees very well with the value mea-
sured from x-ray diffraction. This value is significantly larger
than thec parameter fora-In2Se3 ~19.235 Å! or twice thec
parameter ford-In2Se3 ~19.28 Å!.7 The 7.05 Å value, as will
be shown later from plan-view study, corresponds to the in-
terplanar distance of (11I00)-type planes, which leads to the
a-lattice parameter of 8.1460.10 Å. Ye et al.4 determined
a57.14 Å and c519.38 Å for their VOSF phase. The
smallerc-axis lattice constant of the VOSF shows that it is
not the same ask-In2Se3 and is, as suggested,4 closer to
g-In2Se3 .

SAED study of plan-view specimens prepared from the
g-In2Se3 film showed that many grains had theirc axis
aligned closely to the surface normal, as demonstrated by the
diffraction ring pattern shown in Fig. 2~e!, which was taken
using a large SAA so many grains contributed to it. An
analysis of this pattern shows that well-defined rings~rings
formed by a majority of the included grains! are of the
(hkh1k0) type. It means that the majority of the grains
have theirc axis aligned along the film normal. However, a
more detailed study, with the use of a small SAA, showed, in
agreement with cross-sectional observations@see Fig. 1~a!#,
that there are also some grains with other orientations,
among which the@12I13I# zone axis was frequently observed.
For thek-In2Se3 , the smallest SAA was applied to record
the @0001# diffraction pattern from a single grain@Fig. 2~f!#.
Due to a lack of internald-spacing calibration, in order to
extract the lattice parameter from this pattern, the camera
constant—measured from a ring pattern recorder for
g-In2Se3—was used, introducing an error of about 1%. By
consistently indexing all visible spots using indexes for the
@0001# zone axis in the hexagonal system, thea-lattice pa-
rameter was determined to be 8.0360.10 Å. This value is in
agreement with the one indicated by SAED studies of cross-
sectional specimens. Consistent though less accurate values
of lattice spacing fork-In2Se3 andg-In2Se3 films were mea-
sured independently from high-resolution electron micros-
copy ~HREM! images and their Fourier transforms~FT! ~see
Fig. 3!.

Though little is known aboutk-In2Se3 , it is believed
that this phase must be closely related toa-In2Se3 .

FIG. 2. ~a! and ~b! Bright-field cross-sectional TEM micrographs of
g-In2Se3 andk-In2Se3 films ~an amorphous layer between the silicon sub-
strate and the polycrystalline film ofk-In2Se3 is an artifact due to TEM
specimen preparation!. ~c! and ~d! SAED patterns obtained from cross-
sectional specimens prepared fromg-In2Se3 andk-In2Se3 films. ~e! and~f!
SAED patterns obtained from plan-view specimens prepared fromg-In2Se3

and k-In2Se3 films. Notice that camera constant for patterns shown in~c!
and ~d! is different from that for patterns shown in~e! and ~f!.

4357Appl. Phys. Lett., Vol. 81, No. 23, 2 December 2002 Jasinski et al.

 This article is copyrighted as indicated in the article. Reuse of AIP content is subject to the terms at: http://scitation.aip.org/termsconditions. Downloaded to IP:

84.88.136.149 On: Fri, 12 Dec 2014 08:16:29



a-In2Se3 is believed to have a lamellar hexagonal structure,5

while g-In2Se3 has a defect wurtzite structure, meaning a
wurtzite structure with one third of the cation sites vacant.8,9

The unit cell of theg-In2Se3 contains six atomic layers.
They can be associated with the~0006! planes visible in
HREM images obtained from cross-sectional samples@see
for example Fig. 3~a!#. The k-In2Se3 phase differs clearly
from g-In2Se3 . First, it has thec-lattice parameter signifi-
cantly increased by about 2.560.2%. The other difference is
the number of layers in the unit cell. HREM images obtained
from cross-sectional specimens clearly show~0005! planes
and they indicate that only five planes are inside the unit cell
@see Fig. 3~b!#. However, the composition of these planes
and the role and location of vacancies remain unclear.

Our studies also indicate thatk-In2Se3 differs from
g-In2Se3 phase when viewed along thec axis. Combining
the value of thea-lattice parameter determined from a cross-
sectional study~8.1460.10 Å! with the one obtained from a
plan-view study ~8.0360.10 Å! one can estimate that
a58.0960.05 Å. This means thea-lattice parameter of the
k-In2Se3 is about 13.560.5% greater than that of the
g-phase and is approximately, within the error bounds, twice
the a-axis lattice parameter of thea-In2Se3 structure. The
symmetry of the unit cell along thec axis differs from
g-In2Se3 as shown by the SAED study—in the@0001#
k-In2Se3 diffraction pattern, all spots with all even indexes
have a strong intensity@Fig. 2~f!#. On the other hand, calcu-
lation of the @0001# SAED pattern of theg-phase indicates
that in the case of this phase, such a rule applies only to

low-index spots. The different symmetries of the two phases
are consistent with the atypical peak intensities in the x-ray
diffraction spectrum ofk-In2Se3 .

In bulk, g-In2Se3 is believed to be the stable form at
room temperature whilea-phase can be produced by a
quench from high temperature.8 Some authors report that a
high Se/In ratio in amorphous multilayers or a high Se over-
pressure during annealing of amorphous films promote the
formation of theg-phase,8 while others report that a high Se
overpressure during hot depositions results in thea-phase.5

The k-phase, on the other hand, seems to heterogeneously
nucleate from the free top surface during annealing of an
amorphous film at temperatures too low to nucleate the
g-phase.1 Ye and co-workers4 observed slow conversion of
the g-phase to the VOSF phase during long anneals, while
contrarily, long anneals tend to turnk-phase material into
g-phase.3 Obviously, the kinetics of nucleation and transfor-
mation of phases in In2Se3 is very complex.

In conclusion, polycrystalline films ofg-In2Se3 and
k-In2Se3 were studied using different techniques. EDX and
x-ray diffraction confirmed the chemical composition and
phase uniformity of these films. TEM study revealed that the
g-In2Se3 film had a columnar structure whereask-In2Se3 is
flakelike. Both the SAED study and the HREM images
showed thatk-In2Se3 has a significantly larger unit cell than
the g-phase. Thec-lattice parameter is increased by about
2.560.2% and thea-lattice parameter increased by about
13.560.5%. The experimental results indicate also that not
only the size but the structure and the symmetry of the
k-In2Se3 unit cell is generally similar toa-In2Se3 , but dif-
ferent in detail from previously described In2Se3 phases. Fi-
nally, in this work, we were able to obtain the@0001# elec-
tron diffraction pattern ofk-In2Se3 and measure thea-lattice
parameter of this phase.

The authors would like to thank the National Center for
Electron Microscopy at LBNL for the opportunity to use its
facilities.
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FIG. 3. HREM images obtained from:~a! cross-sectional specimen from
g-In2Se3 film, ~b! and~c! cross-sectional specimen fromk-In2Se3 film, and
~d! plan-view specimen fromk-In2Se3 film. Insets show FTs of these im-
ages.
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