
Num. DBase (mm) DTop (mm) Ratio (-) 

Deposition in air 

a1 16 11 1.45 

a2 8.5 6 1.42 

a4 16 8.5 1.88 

a5 11 6 1.83 

a7 16 6 2.67 

a10 16 4 4 

a11 11 3 3.67 

a12 16 3 5.33 

a13 11 4 2.75 

a14 8.5 4 2.13 

a15 6 3 2 

a16 8.5 3 2.83 

a17 6 4 1.5 

a18 6 1.5 4 

a19 20 6 3.33 

a100 8.5 20 0.43 

a101 4 16 0.25 

a102 3 16 0.188 

Deposition in water 

b1 6 4 1.5 

b2 8.5 3 2.83 

b3 6 3 2 

b4 16 4 4 

b5 11 6 1.83 

b6 16 3 5.33 

b7 11 3 3.67 

b10 20 6 3.33 

b11 8.5 20 0.43 

b13 6 20 0.3 

 

The uploaded files are named a1-n, where n indicates the n-th repetition of the experiment. 

 

 

 

 

 

 

 



 

Time steps CH1 (Unit: 10-3*cm): 

Rising test fluid level from 

the pressure sensor  

CH2 (Unit: 10-3*cm) 

Sinking test fluid level 

from the ultrasonic 

sensor 

p = v_sinking./v_rising; 
 
local porosity = 1.3815 * p;  

1.3815 = AB/AA 

AA and AB represent the cross-sectional areas of containers A and B 

 

 

 


